June 8, 2022
PCF BRIDGE JOINTS

Specification Reference: 906.07(C).

SM Material Code 906M00102

Test results indicate the following materials are acceptable as pre-compressed foam
joints, PCF, when used as recommended by the manufacturer.

Source Manufacturer Approval
Code Product Name Number Comments
9575 EMSEAL JOINT SYSTEMS, LTD------ wW228000

BEJS SYSTEM

9591 SILICONE SPECIALTIES, INC----- W228001
SILSPEC SES SEAL

9304 WATSON BOWMAN ACME, CORP ----- W228002
FS BRIDGE SEAL
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